
Guaranteed Analysis
Calcium Component

Calcium Ca

Magnesium Component

Magnesium Mg

Feeding Instructions:
Designed to be fed at 
0.50 – 1.25 lbs./head/day 
based upon individual 
producer ration requirements.
*May be mixed into ration and 
fed to cattle.

 

Moisture:
Potable water of 2.0% added to 

 
batch tonnage.

Bulk Density:
Loose: 75 - 85 Lbs./Cubic Foot  

Compact: 90-100 Lbs./Cubic Foot

BaseMin 262

Minimum: 31.48%, Maximum: 36.48%

Minimum: 5.35%

800.236.7737 | glcminerals.com

Calcium/Magnesium Supplement

This feed was produced in a facility 
certified in the American Feed Industry 
Association’s Safe Feed/Safe Food  
Certification Program.

ISO 9001:2015 Certified

Revised on 1/2021

Typical Sieve Analysis
Mesh Size Percent Retained

200 52%

Percent Passed

48%

A proprietary blend of crushed limestone. 
Product Code Bulk: 262

Blending Accuracy:
Blending accuracy to be within  
1.5% of batch component tonnage.

For more information 
www.glcbasemin.com

Sample Composite Blend

28.0% - 30.3%

40.5% - 43.25%

74.0% - 76.5%

Sample Composite Blend

6.2% - 6.5%

10.3% - 11.1%

23.3% - 23.8%

producer ration requirements.

Blend Ratio:
Blend ratio based upon individual 


